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5 sy {7 f{ard /TEST REPORT

Issued o : #H/SLNo. ap15G

Simta Clear Coats Pvt. Ltd. R ¥ / REPORT NO. b7767-A
No.4/56, Somanur Road, Muthugoundenpudur (PO), Fee {Bigile:

Sulur, Coimbatore - 641 405. '08-05-2024

) Pages...... Z-..Nos. PartAB,C&D
Tesf / Customer Let. Ref : -
e AR @R & SR wd&m RAE / TEST REPORT AS PER TEST STANDARD : Refer Part C

(9 - % /PART-A |
Y@ it w1 faawor / PARTICULARS OF SAMPLE SUBMITTED

® R W9 3) balror i Saple 'UPVC WINDOWS & DOORS PROFILES
GT - as stated by the party.

am) d¥f W & @ ari@/ b) Date of Receipt of sample

104-04-2024
%) e/ gFR/AwR/awt [ c) Grade / variety / type / size / class
Nil
¥)  =ifwd 7= / d) Declared value, If any :
Nil
3) &g €. /e)Code No. !
Nil
%) 99 4. wd fmiw @/ f) Batch No. and Date of Manufacture:
Nil

)  =m/ g) Quantity ;
1 mtr. X 12 nos.
w) T # df / h) Mode of Packing 3
carton packing
%) WX ¥= @ 7 /i) Sealed or not :

Sealed
&)  ®E = g/ j) Any other information ;

[‘33!1"[ - EIPARTi]

24040077 %
IR Y/ SUPPLEMENTARY INFORMATIONS
o) dfufdn Ffarfeal #g "=+ / a) Reference to sampling procedure : Sampling not done by this lab
&) AN w3 AU T owEEE SRS T OWw 9o .
b) Supporting documents for the measurement taken and result derived : Asgivenin Part C

3) wetm e opEl ¥ fuffm & ogER wham dfw & s aRedd

c) Deviation from the test method as prescribed in relevant work instructions, if any : No dpeviation from the standard
1

W WM/‘/ 1of 2
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&0 ﬁ':ﬁ'-:‘/'r REPORT
#d¢  /REPORT No. 1 1767-A

%d¥ /SLNo. 35155

08-05-2024
T / Date
Test Duration: 08-04-2024 To 08-05-2024 [ 9AT - T /PART-C ]
S.no. TestName W& YRUMESt/MESTIRESULTOnit Test Value Obtained
Standard
1 |Visual appearance after heat Ageing EN-12608 - No failure was observed
at 150+2°C for 30 minutes
2 |lzod Impact Strength (Unnotched) ASTM D 256 kJ/m? 78.91
3 |Co-efficient of Linear Thermal ASTM E 228 I°C 6.4x107°
Expansion (30°C to 60°C)
4 _|Vicat softening point @ 5kg load ASTM D 1525 °C 80.9
5 |Thermal Conductivity @ 55°C mean ASTM E 1530 W/mK 0.138
temperature
6 |Limiting Oxygen Index ASTM D 2863 % 42.5
7 |Water Absorption for 24 hours ASTM D 570 % 0.05
8 |Tensile Strength at Yield Test ASTM D 638 MPa 46.85
Speed: 50 mm / min
9 _|Elongation at break ASTM D 638 % 30.69
10 |Compressive Strength (Load) — N 1635.0
11 |Density ASTM D 792 glcc 1.49
12 _|Flammability @ 2.1 mm thickness UL 94 V-0
13 |Specific Migration AAS mg/litre
Barium 0.0763
Cobalt 0.6825
Copper 0.0987
Iron 3.2921
Lithium 0.0163
Manganese 0.0124
Zinc 0.0574
Part-D REMARKS
1. This Test report/Certificate is issued only for the samples submitted to CIPET
2.The Results stated above related only to the items tested.
3.The Quality of the subsequent production lot has to be ensured by the purchaser.
4. This report, in full or part, shall not be reproduced, published, advertised, used for any legal action, Unless prior permission
has been secured.
5. Sele ction of samples for individual test has been done in accordance with respective clauses of IS.
6. Details of test sub-contracted: Nil

***End Of Report****
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